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FKO Le 13/09/2019 ACCORDING TO NF L 00-15C AND EN10204 TYPE 3.1 Page 1/ 2
Your P.O. nb. : O00FE025 of: 15 JUL 2019 Supplier number : V1088-01
Ne ack. : 383341 of . 1§ JUL 2018
Shipment to : (or notify party) Ordered by :
BOEING (USD)DISTRI SERV.I BOEING DISTRIBUTION SERV.INC
3760 W. 108TH STREET P.O. BOX 025263
DOCK DOOR B
33018 MIAMI 33102-5263 MIAMI
TEM ORDERED PART NUMBER SHIPPED
1 100.000 Lb. MS20426D5-5 (3) 100000  Lb.
NASM20426
2017A-T4WL3.1324-T4 144456 Pcs **
Yourltem: 1
Technical spec : NASMS674
Heat treat per : NASMS674/AMS2770 Coating Chemical coating gold
Per MIL-DTL-5541 t| c1A
Lotnb 383341 P001 FoO1 Qty. 100.000 Lb. AHG Wire lot nb.: 284789 Material heat nb.: 46 4F2
CAGE Code: F0095 Origin: France
Manufacture heading date: 24 JUL 2019 Material Producer : K Coating date : 02 AUG 2019
Mini Maxi Value Unit Test#
Shear at Room Temp 08-058MO  double(D)/simple(S): S Shear strength 35.0000 42,0000 37.6520 Ks! 3
S Load rate 0.0000 0.0000 KNmn
S Shear strength 35.0000 42.0000 383129 KSI
| S Load rate 0.0000 0.0000 KNmn
| S Shear strength 35.0000 42.0000 37.4410 KSI
S Load rate 0.0000 0.0000 KNmn
Driveability 08-722MO conforme: O/N 'O Nb defective parts 0.0000 0.0000 Piece S
!dimensional inspection Conforme - Test# 0020
!
|
I
|
|
I This certificate shall not be reproduced, in part or in full, without the written permission of AHG.
lAny alteration, forgery or fraudulent report will be punishable by the French Law.
f item | 1 to be continued
A..
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CERTIFICATE of CONFORMITY of 11 SEP 2019
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FKO Le 13/09/2019 ACCORDING TO NF L 00-15C AND EN10204 TYPE 3.1 Page 2 2
Your P.O. nb. ; 00FE025 of : 15 JUL 2018 Supplier number : V1088-01
Ne° ack. : 383341 of : 16 JUL 2019
TEM ORDERED PART NUMBER SHIPPED
tem 1 Continuation MS20426D6-8 (3)

Mini Maxi Value Unit Test#
|Grain size 08-049MO Grain size 6.0000 7.0000 3
Marking 08-057MO Conforme O/N ' C(=0)/NC(=1) 0.0000 0.0000 sl
Macrographie/Macrography Conforme O/N C(=0)/NC(=1) 0.0000 0.0000 25
' ]
CR cu FE MG MN Sl T! ZN i AL
0,01000 3,70000 0,21000 0,47000 0,49000 0,29000 0,01000 0,02000 BALANCE

OUR AIRBUS SAS APPROVAL NUMBER IS : 30030 of 31 August 2007
OUR BAE SYSTEMS APPROVAL LETTER REFERENCE IS : ACO/A/LT/JJH/4006

This certificate shall not be reproduced, in part or in full, without the written permission of AHG.
Any alteration, forgery or fraudulent report will be punishable by the French Law.
Parts manufactured by AHG and delivered under this CofC are DFARS compliant per DFAR 252.225-7009

We hereby declare, subject to exceptions, reservations, or concessions listed in this statement of conformity, that the listed supplies comply with the

cﬂmc& aquirements and that, after completion of testing and verification, they satisfy in every respect all specified requi-ements and applicable standards
and regulations.

SUPPLIER'S INSPECTION 11 SEP 2019 T ' ** Estimated quanhT'

NAME AND FUNCTION ‘
,&r ’ — TRUE COPY CERTIFICATION — [

DADOUCH Philippe Controleur
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