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B ¥ CERTIFICATION OF ANALYSIS
| Packing 88p Noa 643170
Purchase Order Noa SA4FAUQFS Qtys 10000 Cure Date: 2Q14 Ship Date: 26-Aug-14
Issue Date: 26-Ang-14
APCOr 11IFISA
Customer: WENCOR WEST Lot Number: 14167003
Certification No.s 94549
e Drawings / Specifications
Part#h:  AS3208-111 Rev.s NC AMS7276 Rev.:
Partth  AS308S-111 Rev.: NC AMS7280 Rev.: F
Partth  MB3248/1-111/568-111 Revs NC AMS-R-83248 CL.1 TYPE 1 Reva: NC
Compound:  F-13664 (F75)
Test Deseription Regquirement Results Pass (Yes/No)
Durometer 7548 K] You
Tensile Strength, psi, min. 1400 1944 Yes
Elougation, %, min, 128 168 Yes
Specific Gravity 1.84 x.02 184 Yes
Compression Sot 22 hrs. @ 392° ¥
% Of Original Deflection
0.066" to 0.110° C.8. max, 20 12 Yes
Ower 0.110° C.S. max. 15 NA
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This is to certify that the above parts were mads in conformity with the sposification listed, and fhat the shove test results wers obtained.
Authorized by, Notes / C

IF7S =AMS-R-83248, ST1000, AMS7278, AMS7280 & MIL-R-83248
superseded by AMS7276 - RoHS Compliant, UL Listed
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L Tested by: 6955
David . Muss (PRODUCT IS MERCURY FREE) DateTested:  10-Jul-14
‘ MADE IN USA Printed by: 7584
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