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Wencor Document #; E53718 Invoice #: B38G2W0 Your P.O. #: CP1308
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744 Belleville Ave. :: New Bedford, MA 02745
Tel. (508) 9984000 :; Fax. (508) 998-4101

CERTIFICATION OF ANALYSIS
Packing Slip No.: 590921
Purchase Order No.: S43CPFQFS Qty.: 6000 Cure Date: 2Q/13 Ship Date: 06-May-13
———
Issue Date: 06-May-13
APCO: 222F15A L
Customer:  WENCOR WEST Lot Number: 13084001
Certification No.: 7.
seiationvo ——3& Drawings / Specifications
Part#:  AS3209-222 Rev.: NC AMS7276 Rev.: H |
—
Part#:  AS3085-222 Rev.: NC AMS7280 Rev.; F |
Part#:  M83248/1-222 Rev.: A AMS-R-83248 CL1 TYPE | Rev.: NC
Compoond:  F-13664 (F75)
Test Description Requirement Results Pass (Yes/No)
Durometer, Shore A 7545 77 Yes
Tensile Strength, psi, min. 1400 1678 Yes
Elongation, %, min. 125 154 Yes
Specific Gravity 1.84 .02 185 Yes
Compression Set 22 hrs, @392°F
% Of Original Deflection
0.066" t0 0.110" C.S. max. 20 N/A
Over 0.110" C.S. max. 15 10.6 Yes
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This is to certify that the above parts were made in conformity with the specification listed, and that the above test results were obtained.
Authorized by, Notes / Comments
F75 =AMS-R-83248, ST1000, AMS7278, AMS7280 & MIL-R-83248
h i' z i ! superseded by AMS7276 - RoHS Compliant, UL Listed
Tested by: 6955
Mu‘z""C""" - i (PRODUCT IS MERCURY FREE) Date Tested: __ 25-Apr-13
Quality Control Manager MADE IN USA Printed by: 7280
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